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A B S T R A C T

Nanoscale multilayered TiN/ZrN films were deposited using sequential vacuum-arc deposition of Ti and Zr
targets in a nitrogen atmosphere. Studies of film's properties were carried out using various modern methods of
analysis, such as XRD, STEM, HRTEM, SIMS combined with results of nanoindentation and tribological tests. To
interpret the mechanical properties of the deposited multilayer films first-principles calculations of TiN(111),
ZrN(111) structures and TiN(111)/ZrN(111) multilayer were carried out. To study the influence of thermal
annealing, several samples were annealed in air at the temperature 700 °C. All deposited samples were highly
polycrystalline with quite large 20–25 nm crystals. The crystalline planes were very ordinated and demonstrated
an excellent coordinated growth. The nanohardness and elastic modulus of non-annealed coatings reached
42 GPa and 348 GPa, respectively. Annealing in air at the temperature 700 °C led to partial oxidation of the
multilayered coatings, however hardness of the non-oxidized part of the coatings remained as high, as for initial
coatings. All deposited coatings demonstrate good wear resistance.

1. Introduction

Physical-mechanical and tribological properties of the traditional
materials, being used in high-temperature aggressive medium, are re-
latively unsatisfactory in many applications, which leads to necessity of
developing new materials with enhanced wear and corrosion resistance
as well as high temperatures influence resistance, etc. Intensive studies
devoted to the development of composite materials based on nitrides of
refractory metals, are carried out intensively nowadays. Such com-
pounds can be used as matrix or as reinforcing filler in the form of fibers
or plates. These composite materials are characterized by low specific
mass, durability and wear resistance, and demonstrate possibility of
complex shapes details formation. Because of high strength and heat
resistance, they can be used in aero and space industry as high-tem-
perature construction materials, for gas turbines, petrol engines, heat
exchangers production, etc.

Multilayer nanoscale coatings on the base of nitrides of transition

metals are well-known for their unique physical-mechanical properties,
as well as good corrosion resistance [1–4]. Vacuum-arc evaporation of
cathode is a promising deposition method, which allows fabrication of
multilayered coatings on the base of nitrides and carbides of transition
metals [5–8]. A varying the deposition conditions, such as gas pressure
in the deposition chamber, bias potential, bilayer thickness, etc. allows
to fabricate coatings with very high hardness [9–11], good wear coef-
ficient and resistance to wear, oxidation [12–17] and to corrosion
[18,19] as well as with good electrical properties [20,21]. As it was
reported in the previous papers [22,23], coatings on the (Ti,Zr)N base
have high hardness 42–48 GPa, as well as resistance to oxidation under
the influence of high temperatures 1170 °С [24–28]. It is also known,
that nanoscale multilayer coatings on the base of TiN, CrN, ZrN, and
MoN have higher hardness in comparison with single-layer ones with
the hardness equal to 24–38 GPa [25,29–31].

The main purpose of the present work was to study multilayer na-
noscale TiN/ZrN coatings, their physical-mechanical properties, as well
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as their microstructure before and after annealing at 700 °C in air. First-
principles investigations were performed to interpret the experimental
results. Such combination of experimental studies and computational
modeling has been never provided before.

2. Experimental Procedure

The multilayer TiN/ZrN coatings were deposited using vacuum-arc
evaporation method from two targets [23], one of which contained ti-
tanium and the second contained zirconium (Fe < 0.12%,
C < 0.05%, Si < 0.08%, N < 0.04%, O < 0.1, H < 0.008, con-
centration of Ti or Zr was in the range 99.5–99.9). Ion-plasma deposi-
tion or, in other words, coating's deposition using vacuum arc cathode
evaporation is a very promising way of fabrication of protective coat-
ings. The coatings were deposited on the A 570 Grade 36 steel
(Ra = 0.09 μm, size was 15 × 15 × 2.5 mm) polished substrates under
different deposition modes. Total thickness of the deposited coatings
was 19 μm, while bilayer thickness was about 39 nm, thus total number
of bilayers was 500. The arc current during deposition was 100 A, the
nitrogen pressure in the deposition chamber was 0.4 Pa, the distances
from evaporators to substrate were 250 mm, the substrate temperature
was 250…350 °C, deposition rate of ZrN and TiN layers was around
3 nm/s and 2 nm/s, respectively. Negative bias potential −200 V was
applied to the substrates, it allowed fabrication of homogeneous coat-
ings with good enough planarity. Thermal annealing of the samples
were done in the vacuum chamber, pressure in it was 0.0013 Pa, while
the pressure of the incoming oxygen atmosphere was 0.4 Pa. Annealing
time was 1 h.

Structure-phase investigations were done using the DRON-3M and
Ultima IV “Rigaku” diffractometers in Cu-Kα radiation. Surface mor-
phology and structural properties of the films were studied using JEOL
ARM 200F high-resolution transmission electron microscope (200 kV)
with an EDX analyzer. The cross sections and lamellas for TEM in-
vestigations were prepared by focused ion beam (FIB) processing and
observation system JEOL JIB-4000. A broad carbon thin film was de-
posited on the sample surface to protect the area of interest from da-
mage during the FIB milling and observation with Ga+ ion beam. The
Ga+ ion beam of adjustable acceleration voltage 5–30 kV was used to
prepare lamellae down to electron transparency. Secondary ion mass
spectroscopy (SIMS) measurements were carried out using SAJW-05
analyzer equipped with Physical Electronics 06-350E ion gun and
quadrupole mass analyzer QMA-410 Balzers. An argon ion beam of
1.72 keV was used at 45° incidence angle, digitally scanning over
1 mm× 1 mm area. For depth profile analysis, the positive secondary
ion currents emitted from the central part of the scanned area (around
15% electronic gate) were selected. Hardness and elastic modulus of the
coatings were measured on HYZITRON TI 950 Tribometer. This device
allows performing continuous measurement of the contact stiffness via
a superimposed alternating current signal during loading, which pro-
vides a continuous measurement of the elastic modulus (E) and hard-
ness (H) as functions of indenter penetration depth (L) during a single
loading segment. All indentations were done with a Berkovich diamond
tip of a nominal radius equal to ~340 nm. At least ten indentations
were made on each sample. The load was continuously increasing to a
maximum 10 mN.

3. Computational Aspects

To clarify a role of the interface in the strength enhancement of the
deposited TiN/ZrN nanolayered films we performed first principles
investigations of TiN(111), ZrN(111) and TiN(111)/ZrN(111) struc-
tures. The initial 96 atoms hexagonal supercells with the B1 structure
(space group Fm-3m, No. 225) were considered to calculate the total
energy and tensile stress-strain relations of these structures. All the
supercells consisted of 12 layers aligned perpendicularly to the (111)
direction in the B1 lattice. In the case of the TiN(111)/ZrN(111)

multilayer, the supercell represented six layers of TiN(111) and six
layers of ZrN(111). The motivation of such a choice of the supercells
was the fact that the deposited TiN/ZrN nanolayered films had the
(111) preferable crystallite orientation.

First-principles calculations were carried out using the Quantum-
ESPRESSO code [32] using the periodic boundary conditions. Vander-
bilt ultra-soft pseudo-potentials were used to describe the electron-ion
interaction [33]. The semi-core states were treated as valence states. To
describe exchange-correlation energy, the generalized gradient ap-
proximation (GGA) of Perdew et al. [34] was employed. The criterion of
convergence for the total energy was 10−6 Ry/formula unit. To speed
up convergence, each eigenvalue was convoluted with a Gaussian with
a width of 0.02 Ry (0.272 eV). The cut-off energy for the plane-wave
basis was set to 30 Ry (408 eV). The integration in the Brillouin zone
(BZ) was done on special k-points determined according to the Mon-
khorst-Pack scheme using a mesh (2 2 1). All initial structures were
optimized by simultaneously relaxing the supercell basis vectors and
the atomic positions inside the supercell using the Broyden–-
Fletcher–Goldfarb–Shanno (BFGS) algorithm [35]. The relaxation of the
atomic coordinates and of the supercell was considered to be complete
when atomic forces were< 1.0 mRy/Bohr (25.7 meV/Å), stresses were
smaller than 0.05 GPa, and the total energy during the structural op-
timization iterative process was changing by< 0.1 mRy (1.36 meV). In
the large supercell calculations, the chosen reduced energy cut-off and
the mesh of k-points were used in order to spare computing time
without compromising accuracy [36]. Such computational conditions
were proved to be quite justified [37]. In particular, the calculated
lattice parameters for TiN and ZrN were 4.238 Å and 4.579 Å, respec-
tively. These values are very close to the experimental lattice constants
of 4.240 Å [PDF 065-0715] and 4.575 Å [PDF 065-0972], respectively.

The tensile stress-strain relations were calculated by: 1) elongating
the supercells along the c-axis (the (001)-direction in the hexagonal
supercells, or the (111) direction in the B1-lattice) in an incremental
step, 2) fixing of the c basis vector and 3) simultaneously relaxing the a-
and b-basis cell vectors and the positions of the atoms within the su-
percell [37,38].

4. Results and Discussion

4.1. Elemental Composition

TEM images of the cross-sections of the TiN/ZrN coatings are pre-
sented in the Fig. 1. Studied coatings have rather good planarity of the
deposited layers without droplet defects between TiN and ZrN layers
and inside them. The layers are clearly visible; they also have clear
boundaries and do not intersect.

Compositional analysis for TiN/ZrN coatings before and after an-
nealing is shown in Fig. 2. We should point, that energy-dispersion
spectra are typical for all samples (not presented in this article). Stoi-
chiometry of the composition of the TiN/ZrN coatings can be seen from
it. Changes of elemental composition in the surface layers of the studied
coatings were observed after annealing, see Table 1. SEM was used for
studies of changes in the near-surface layers of the annealed coatings.
Changes of elemental composition occurred due to annealing, we ob-
served the content of oxygen atoms around 35 at.%. Penetration of
oxygen into iterative nitride layers and forming of the titanium and
zirconium dioxides in the near-surface layers are responsible for sig-
nificant structure changes of TiN and ZrN layers due to substitution of
nitrogen atoms by oxygen ones.

Increasing of the specific volume of nitrides phases during oxidation
led to bending of the layers, their lamination and loss of continuity, see
Fig. 3. Main volume changes occurred in TiN layers, while columnar
structures were observed in ZrN layers, which led to increasing of fra-
gility of ZrN layers. TiN layers were compressed and compacted due to
their high density. Thus, compensating strain appeared in the plane of
growth of such layers, and it was responsible for their fragility. The
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interphase boundary was the main separation point because of de-
creasing of adhesive bonds due to oxidation of the TiN and ZrN layers,
which led to forming of phases with different lattice types (cubic in Zr
base layers and tetragonal in Ti based layers).

Depth profile SIMS analysis for TiN/ZrN samples is shown in
Fig. 4 and presents the entire structure of the as-deposited TiN/ZrN
coating (Fig. 4a) and annealed (Fig. 4b) TiN/ZrN coating, with first
several bilayers sequentially separated. Sputtering with Ar+ beam of
1.72 keV energy allows the removal of all the successive layers and
registering ionic currents of characteristic secondary ions. Visible
oscillations of the Ti+ and Zr+ positive ion currents result from ion
etching of the successive layers of TiN and ZrN. Nitrogen detection in
SIMS analysis was not allowed for TiN/ZrN system. Depth profile
analysis for annealed sample (Fig. 4b) was performed with two
sputtering rates: 10 nm/min (left image) and 30 nm/min (right
image). In the range of one micrometer Ti ion current signal

decreased two times while Zr ion current signal increased four times.
We can conclude that segregation occurred within the annealed
structure, which led to TiN enrichment and ZrN depletion within
1 μm thickness of the annealed sample.

Fig. 1. TEM images of the cross-sections of the TiN/ZrN sample before (a) and after annealing (b). Thickness of TiN layer (c).

Fig. 2. Compositional analysis spectra of the TiN/ZrN
samples before (a) and after (b) annealing.

Table 1
Elemental composition of as-deposited and annealed TiN/ZrN coatings.

Element wt% at.%

As-deposited Annealed As-deposited Annealed

Zr 50.47 67.08 21.8 35.4
Ti 29.53 16.92 24.2 16.6
N 20 4 54 13
O 12 35
Total 100.00 100.00 100.00 100.00
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Fig. 3. SEM images of the multilayered TiN/ZrN coatings after annealing at the temperature 700 °C: cross-section view (a) and surface view (b).

Fig. 4. SIMS depth profile analysis (a, b) and results of EDS studies of the cross-section (c, d) of the as-deposited sample. (For interpretation of the references to color in this figure, the
reader is referred to the web version of this article.)
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Compositional survey of the cross-section of TiN/ZrN sample (see
Fig. 4c and d, EDS studies were made along blue line): Zr content
50.6 at.%, Ti content 33.94 at.%.

4.2. Structural Analysis

Typical diffraction patterns of the multilayered sample before and
after annealing are presented in the Fig. 5. Thickness of the informative
layer was around 4 μm. We clearly see layers with cubic TiN and ZrN
phases (of the NaCl structure type), which are characterized by pre-
ferred orientation of crystallites with the [111] axis, perpendicular to
the plane of growth. Such preferred orientation with the [111] axis was
formed at the beginning stage of growth for both TiN and ZrN crys-
tallites, probably due to compressive stresses [24]. From XRD studies
we obtained the average size of crystallites using Scherrer equation,

that relates the size of crystallites in a solid to the broadening of a peak
in a diffraction pattern. Thus, the average size of crystallites was
8.5–13 nm for TiN phase and 7.7–17.3 nm for ZrN in the as-deposited
sample, and 8.7–12 nm for TiN phase and 7.2–15 nm for ZrN phase in
annealed sample. Thus, we can conclude, that annealing led to small
decreasing of the size of crystallites, see Fig. 5b.

Calculating of lattice parameters showed, that they are a little bit
larger in comparison with standard values (1% larger for ZrN and 0.6%
larger for TiN), see Fig. 5c. It was probably caused by compressive
stresses in the deposited coatings, compression of coatings in a direction
parallel to the surface and stretching along the normal to the surface.

The cross-sectional TEM images and the selected area diffraction
patterns (SADP) taken from the TiN/ZrN samples before (Fig. 6a) and
after (Fig. 6b) annealing are shown in Fig. 6. Crystalline structures are
clearly observed. The samples were highly polycrystalline with large
10–20 nm crystals, HRTEM revealed highly ordinated laminates with
strong crystalline peaks. The crystalline planes were also very ordinated
and demonstrated an excellent coordinated growth. ZrN and TiN dif-
fraction planes were identified using the DiffractTools plugin software
[39]. Well defined laminates are observed.

4.3. Mechanical and Tribological Properties

Hardness is the most universal characteristic, which allow esti-
mating mechanical properties of the coatings. The main differences
between methods of micro- and nanoindentation, which were applied
to our coatings during mechanical tests, is the maximal allowed pene-
tration depth of indenter. Thus, for microindentation investigations,
value of the indenter's load was less or equal 2 N, and penetration depth
was more, than 0.2 mm. For nanoindentation investigations penetration
depth was< 0.2 mm. On different ranges of penetration depth various

Fig. 5. X-ray diffractograms of multilayered TiN/ZrN coatings before (1) and after (2)
annealing (a); calculated sizes of crystallites (b) and lattice constants (c).

Fig. 6. TEM images and diffraction patterns of the TiN/ZrN coatings, collected on se-
lected area, before (a) and after (b) annealing.
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influence of size effect can be observed, and this effect can also influ-
ence the obtained values of hardness. That's why values of micro-
hardness and nanohardness will differ for the same samples. In addi-
tion, the difference between microhardness and nanohardness can be
also caused by usage of the dynamical penetration mode of the indenter
during nanoindentation tests. In Table 2 we show the results of mea-
surements of microhardness (Hm) and nanohardness (Hn), Vickers
hardness (HV) and elastic modulus (E), as well as average deviation of
their values. Values of micro-hardness and elasticity modulus for single-
layer nanostructured TiN and ZrN coatings, fabricated using vacuum-
arc evaporation, are presented in Table 2 for comparison. One can see
that hardness was very high for not annealed samples and reached the
value 34.5 GPa, which is close to superhardness. In according to the
works of other researchers [40,41], hardness of single-layer TiN or ZrN
coatings is 22–28 GPa. Thus, we can conclude, that deposition of

multilayered TiN/ZrN coatings led to significant increasing of hardness.
Annealed samples demonstrated much lower hardness.

Due to the results of tribological tests of as-deposited TiN/ZrN
samples under room temperature we can claim, that their wear coeffi-
cient paired with the Al2O3 counterbody was quite high, i.e. all de-
posited coatings demonstrate good wear resistance. Friction coefficient
was 0.56 at the starting moment of the tribological tests and became
equal to 1.0 during tests, whereas wear factor was 1.9 · 10−6 and
1.3 · 10−5 mm3·N−1·mm−1 for counterbody and tested sample re-
spectively. Chipping, cracking and peeling of the coatings were not
observed during friction tests, see Fig. 7, where the typical image of

Table 2
Results of measurements of microhardness (H), Vickers hardness (HV) and elastic modulus (E).

TiN/ZrN sample Hm, GPa DevHm, GPa Hn, GPa DevHn, GPa HV E, GPa DevE, GPa

As-deposited 42 ± 2.31 34.5 ± 1.92 242 347.39 ± 8.93
After annealing at a temperature 700 °С in air 15

42a
± 1.22 6.58 ± 0.79 202 153.43

362.5
± 20.08
± 11.2

Single-layer TiN 28 ± 0.5 251
Single-layer ZrN 22.7 ± 1.7 450

a After removal of the oxidized part of the coating (4–5 μm in thickness) by mechanical polishing.

Fig. 7. Friction track (a) and friction coefficient (b) of the as-deposited multilayered TiN/ZrN coatings.

Table 3
Tribological properties of single-layered TiN, Ti-Si-N, Ti-Zr-Si-N, taken from [42], and
multilayered TiN/ZrN coatings.

Coatings Temperature
tests, °C

Wear factor of
the counterbody
(mm3/nm)

Wear factor of
the sample
(mm3/nm)

Friction
coefficient

TiN 30 6.75 × 10−5 3.30 × 10−5 0.81
300 3.62 × 10−5 3.51 × 10−5 0.87
500 5.16 × 10−5 3.83 × 10−5 0.91

Ti-Si-N 30 7.69 × 10−5 3.28 × 10−5 0.88
300 2.63 × 10−5 3.49 × 10−5 0.82
500 1.95 × 10−5 2.75 × 10−5 0.69

Ti-Zr-Si-N 30 7.59 × 10−5 1.93 × 10−5 0.80
300 2.22 × 10−5 3.14 × 10−5 0.71
500 1.49 × 10−5 2.81 × 10−5 0.58

TiN/ZrN 30 1.9·10−6 1.3 × 10−5 1.0
700 (in air) 1.21 × 10−6 1.56 × 10−5 0.435

Fig. 8. Tensile stress-strain curves for the TiN(111), TiN(111)/ZrN(111) and ZrN(111)
structures.
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wear track is presented. Friction tracks are characterized by absence of
burrs, cleavages and radial cracks, indicating the high quality and ad-
hesive strength of the coatings. We found good adhesion of the coatings
to substrates and no plastic deformation was observed during tests, the
observed wear was rather typical for soft metals. Values of friction
coefficient μ for the as-deposited samples monotonically increased
along the friction distance. Results of tribological studies are summar-
ized in the Table 3 in comparison with the results for single-layered
TiN, Ti-Si-N and T-Zr-Si-N coatings, being published in the work [42].
Friction coefficient of the as-deposited multilayered TiN/ZrN coatings is
significantly higher than of single-layered TiN, Ti-Si-N and T-Zr-Si-N
coatings, nevertheless its wear factor is lower.

We should point, that friction coefficient of the annealed coatings
decreased almost two times. It can be explained by the fact, that oxide
film was not removed from the surface of the annealed coatings before
tribological tests. Such oxide films are known for their low friction
coefficient.

4.4. Results of theoretical investigations

In Fig. 8 we show the tensile stress-strain relations of the tree
structures under investigation. One can see that the ideal tensile
strength (maximum stress) for the TiN/ZrN multilayer does not exceed
that for TiN. It follows that the observed strength enhancement in the
TiN/ZrN nanolayered films is not related to the strengthening of the
bonds due to the formation of the multilayer heterostructure. Fig. 9
shows the atomic configurations of the TiN(111)/ZrN(111) multilayer
at different stages of uniaxial tension. The failure of the multilayer
occurs owing to the structural transformation in the TiN block near the
interface (cf. Fig. 9). This can be explained taking into account the fact
that, in the TiN(111)/ZrN(111) multilayer, the TiN block is under
tensile stress, whereas the ZrN block is under compressive stress. For
the unstrained multilayer, the following changes in the metal‑nitrogen
bond lengths relatively those in TiN and ZrN take place (in Å): N ←
+0.037 → Ti ← +0.025 → N →−0.011 ← Zr →−0.035 ← N,
where the arrows “← →” and “→ ←” denote the bond length elonga-
tion and shortening, respectively. When the multilayer system is elon-
gated, the supercell volume increases. As a result, the TieN bonds near
the interface weaken, and the interfacial ZreN bonds strengthen.

We would like to note also one important feature. The calculated
tensile ideal strengths for the TiN(001) and ZrN(001) structures were
30 GPa and 24 GPa, respectively [43,44]. These values are lower than
the tensile ideal strength of 42 GPa for the TiN(111)/ZrN(111)

multilayer. This points to that the strength enhancement observed for
the deposited TiN/ZrN nanolayered films (compared to TiN and ZrN
films) can be assigned also to the (111) crystallite orientation (cf.
Fig. 5), provided the TiN and ZrN films have the (001) preferable
crystallite orientation.

5. Conclusions

Nanoscale two-phase multilayered TiN/ZrN coatings were deposited
on steel substrates using vacuum-arc evaporation method. Total thick-
ness of the coatings was 19 μm, while bilayer thickness was about
39 nm. Cubic TiN and ZrN phases (of the NaCl structure type) with
preferred orientation of crystallites with the [111] axis, perpendicular
to the plane of growth, were observed in the deposited coatings. Several
samples were annealed up to 700 °C in air, which led to oxidation of the
near-the-surface layers of the multilayer coatings. Texture [111] in the
surface layers prevented the inner layers of the coatings from oxidation,
so TiN/ZrN multilayer coatings demonstrate good resistance to oxida-
tion. As-deposited coatings demonstrated quite high hardness about
42 GPa due to considerable influence of the sizes of the interphase
boundary, while hardness of the annealed ones reduced. Thus, this
coating system almost attains the superhard grade. The results of tri-
bological tests showed that durability of the steel substrates sig-
nificantly increased after the deposition of multilayered TiN/ZrN
coating. Friction coefficient of the multilayered TiN/ZrN coatings is
significantly higher than of single-layered TiN, Ti-Si-N and T-Zr-Si-N
coatings, nevertheless its wear factor is lower.

First-principles calculations of the tensile stress-strain relations for
the TiN(111), TiN(111)/ZrN(111) and ZrN(111) structures were carried
out. The results reveal that the tensile ideal strength for the multilayer
is lower as compared to the ideal tensile strengths for TiN and ZrN,
which indicates that the formation of the multilayer heterostructure
does not lead to its strengthening from the point view of chemical
bonding. Based on the results of both the experimental and theoretical
studies, the observed strength enhancement of the deposited TiN/ZrN
nanolayered films can be assigned to the TiN/ZrN interfaces that pre-
vent dislocation movement [45] as well to the (111) preferable crys-
talline orientation.
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